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Brazilian granulated  bone grafting products derived from bovine bone structure, were 
analyzed by WDXRF e DRX techniques. The major  crystalline phases appears like 
perfect hydroxylapatite and that one with less calcium. Some others calcium and 
phosphorous compounds appear in significant percentages that vary from product to 
product, what can makes the grafting functional differences of each other. 
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